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TECHNICAL SPECIFICATIONS
ARTICLE CORDOBA

Article’s description:

e Thickness :1.0/1.2 mm

e Average hide size : 50 / 55 sqft

e Aniline dyed leather, vacuum dried.

e Natural surface with a slight cloudy two-tone design.

e As aniline leather not finished, small colour variations and hide marks are natural.
e Applications: Domestic and low Contract **scratches easily.

Cordoba is a pure aniline with a brilliant sheen finish, can scratch, however is designed to wear/age
with time. Natural markings/characteristics will be present.

FASTNESS TESTS
e Light fastness: > 3 Blue Scale
e Rubbing fastness 50 cycles dry : > 3 Grey Scale
e Rubbing fastness 20 cycles wet : > 3 Grey Scale
e Tearing resistance : >20 N/mm
e Flammability: Cigarette and Match: Pass; Crib 5: On Request.

Environment / Health:

In accordance with the European regulation: No harmful products Mentioned in European legislation
are used to produce this article.

Ecologically safe and free of PCP, PCB and CFCs.
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Average Panel Sizes In Hides

Cordoba

55 sq.ft hide
Vertical panel 100cm x 210cm
Horizontal panel 160cm x 170cm

Product Description:
Very natural pure aniline leather with brilliant
sheen finish

Applications:
Residential, Contract & Marine

Please note that these are average panel sizes; depending on the shape of the hide there can be
differences. This should be used as a guideline only.
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